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Chemical Analysis (WET PROCESS)
CHEMICAL COMPOUND -, RESULT %
il

5i02% ,Hl 73,01
i’AI203 % J;L 0.51
“Fe203 % 045/ lig) 0.27
T?‘ig’)z % 0.01
ca0 %, " 100
MgO % YN 12 o 46.11
K20 % 0.08
Na20 % 0.11
Loss on Ignition % 48.6
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